
Sr. 
No. 

Technical specifications (SM/2024/4) Vendors Comment 
(Agreed / If not 
Agreed, Please 
Comment) 

1 Sr. No. Description of Material Qty. UOM 

 I 
 

M.S. Sheet Conforming To  
IS:2062 (Tested Quality) 
Size:3.0 MM Thick 

2 MT  

  II 
 

M.S. Sheet Conforming To  
IS:2062 (Tested Quality) 
SIZE: 5MM THICK 

5 MT  

  III 
 

A.S. Sheet conforming to  
ASTM A-387 Gr-11(tested quality) 
Size: 10 MM Thick 

1 MT  

  IV 
 

S.S. Sheet rolled, annealed and 
pickled  
conforming to ASTM A-240 TP-310 
Size: 2500 x 1250 x 10 MM Thick 

1000 KG  

  NOTE;   

  
a)  

Party shall furnish material composition and physical 

properties test certificate along with supply of material.  

 

  

b)  

Party have to furnish a Guarantee / Warranty Certificate 

for all the above mentioned products against defective 

material / bad workmanship for a period of 12 months 

from the date of commissioning or 18 months from the 

date of dispatch, whichever is earlier. In case the 

material fails during the above Guarantee period due to 

defective material or bad workmanship, you will have 

to replace the same free of cost. Certificate must 

accompany the dispatch documents. 

 

  

c)  

1. “The bidders have to supply the material of    

M/s SAIL, M/s Jindal Steel & Power Ltd,  M/s 

Rashtriya Ispat Nigam Ltd &                M/s 

TISCO only.  

 

Vendor to Mention 
offered Make: 
…………… 

 

 

2. The bidder shall submit documentary proof 

for being manufacturer/authorized dealer/ 

distributor/ channel partner/ sub dealership 

for the makes mentioned condition”  

 

 

 


